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Abstract: The reinforcing effect of fibers in cement com-
posites often results in the improvement of the brittle na-
ture of cementitious materials. But the decrease in the
workability of fresh concrete is often the disadvantage
of fibers addition. Conventional single-point workability
tests cannot characterize workability of concrete in terms
of fundamental rheological parameters. To this end, this
paper describes an investigation of the influence of syn-
thetic fiber additions (fiber length in the range 12–50 mm
and volume fraction in the range 0–4%) on the rheologi-
cal properties of fiber reinforced fresh mortar (FRFM) and
development of these properties over time. The rheometer
Viskomat XLwas used in this study.Within the limitations
of the instrument and testing procedure it is shown that
FRFMs conform to theBinghammodel. Natural postglacial
sand 0/4mmwas used as a fine aggregate and cement CEM
I 42.5 R was used as a binder. Three commercial synthetic
fibers were selected for these examinations. Rheological
properties were expressed in terms of Bingham model pa-
rameters g (yield value ) and h (plastic viscosity). Based
on the test results it was found out that the fiber type and
volume fraction affected both the yield stress and plastic
viscosity.

Keywords: polypropylene fiber, copolymer fiber, fresh ce-
ment mortar, rheology, workability

1 Introduction
The term fiber reinforced concrete (FRC) can be defined as
a concrete containing dispersed randomly oriented fibers.
Fibers include: steel fibers, glass fibers, carbon fibers, syn-
thetic fibers, natural fibers andothers. Someof these fibers
are used as structural reinforcement (fiberswithhighmod-
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ulus of elasticity), while others (fibers with low modulus
of elasticity) help to decrease the plastic shrinkage cracks.
The fibers are often described by a parameter called “as-
pect ratio”. The aspect ratio of the fiber is the ratio of its
length l to its diameter d. Typical aspect ratio ranges from
30 to 150. Fiber reinforcement is used to improve the brittle
nature of cementitious materials. Fibers enhance the me-
chanical properties of the composite such as toughness,
ductility, fatigue resistance, impact resistance, flexural
strength; they reduce creep, shrinkage cracking and per-
meability [1–6]. The influence of fibers on concrete proper-
ties depends on the fiber geometry (aspect ratio), size, type
and the volume fraction of fibers. Polypropylene fibers re-
duce the plastic shrinkage crack area due to their flexibil-
ity and ability to conform to form. The addition of 0.1% by
volume of such fibers is effective in reducing the extent of
cracking. Cracks play an important role as they increase
the permeability of concrete structures and consequently
the risk of corrosion rises. Cracks reduce the quality of con-
crete and can make it aesthetically unacceptable.

But the decrease in the workability of fresh concrete is
often the disadvantage of fibers addition [7–13]. The reduc-
tion in the workability of concrete depends on many pa-
rameters such as maximum aggregate size, fiber volume,
fiber type, fiber geometry, fiber inclusion to concrete [14–
17]. This effect increases with the concentration and as-
pect ratio of the fibers [1]. The specific surface of fiber per
unit volume of mixture is influenced by the combination
of fiber aspect ratio and fiber length [18].

The general disadvantage of Self CompactingConcrete
(SCC) properties with fiber addition is the lower worka-
bility. Therefore the effect of fibers on the properties of
fresh and hardened concrete should be well recognized.
To utilize fibers effectively, the properties of material in
fresh state must be controlled. There is a critical concen-
tration of fibers above which the fresh concrete stops to
flow, even if thefiberswere added into thefluid suspension
such as SCC, because above this concentration fibers tend
to form clumps or balls and mechanical interlock of fibers
occurs [19, 20]. Analysis of the influence of fibers on the
workability andmechanical properties of SCC is one of the
new fields in investigations of cement composites [11, 21–
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24]. For instance Ponikiewski [24] proved that when 1.5%
content of steel fibers in the mixture were used the self
compactibility of concretemixtures decreased. Despite the
deterioration of workability, the self compactibility of the
mixtures with the addition of steel fibers was maintained
and the mechanical properties of concrete were satisfac-
tory. In this study the threshold value of fibers was 2%.

Adequate rheological properties of the concrete mix
are one of the basic technological requirements to ensure
high quality of reinforced concrete structures. Over time,
usually after 30-90 minutes (depending on the efficiency
of the water reducing admixture), the rheological proper-
ties of concrete mixtures change, which results in a dete-
rioration of its workability, making it difficult to properly
construct the structure.

Standardworkability testsmay be useful, on construc-
tion site for instance. But it is important and purposeful
to undertake research to identify the workability of ce-
ment matrix mixtures reinforced with fibers in rheological
terms. Previous investigations showed no correlation be-
tween the results of one-point and rheological tests, which
means that the information obtained by one-point tests
was less reliable [25].

Rheological studies of concentrated suspensions of
solid particles in a continuous liquid medium are com-
monly used to evaluate the characteristics of different ma-
terials, including construction materials. They provide an
understanding of how these materials behave in the fresh
(plastic) state and monitor the formation of the structure,
which demonstrates the development ofmechanical prop-
erties [26]. The flow behavior of the concentrated suspen-
sions depends on the contact surface between solid parti-
cles (dispersed phase) and intermolecular forces such as
van der Waals forces and steric forces [27]. For cementi-
tious composites, rheological parameters help to describe
the ease with which they can be operated in the fresh state
during mixing, placing, pumping, compacting and finish-
ing.

In order to apply rheological tests to cementitious sus-
pensions, it is important to understand the influences of
experimental procedure and to select the adequate rheo-
logical model of the flow characteristics. There are differ-
ent models which describe the rheological characteristics
of cementitious systems. There is considerable evidence
that the rheology of cement-based materials conforms to
the Binghammodel [28, 29]:

τ = τ0 + ηpl · �̇� (1)

where: τ0 – the yield stress, describing the stress needed
to initiate flow; ηpl – the plastic viscosity, which is a resis-
tance of the material to flow; τ – the shear stress; �̇� – the

Figure 1: Flow curve - graphical interpretation of the Bingham
Model.

shear rate. The flow curve of the material which rheologi-
cal behavior conforms to the Bingham model is presented
in Figure 1.

The material is an elastic solid at shear stress τ < τ0,
at higher stresses begins to flow. The yield stress is a result
of interparticle forces and can be determined by a direct
measurement in an appropriate device (coaxial rheome-
ter). At least two measurements at considerably different
shear rates, or shear stresses are required to characterize
a Binghammaterial [30]. Single point tests, such as slump
or slump-flow, are inadequate because there is an infinite
number of combinations of yield stress and plastic viscos-
ity that can give the same result.

There is a need for suitable methods for measuring
rheological characteristics of mortars and concretes as
workability properties are increasingly important in mod-
ern concrete technology. Coaxial cylinder rheometers can-
not be used for coarsely dispersed systems such as mortar
or concrete. The cell geometry and the equipment in this
case would be very large, since the gap width required for
the measurement depends on the maximum particle size.
For this reason devices that are based on rotational rheom-
etry are often used [31]. Typically they are based on the
measurement of the torque of an agitator of variable ge-
ometry.

In this case changes of the rheological properties can
be displayed qualitatively, but the results cannot be con-
verted to the fundamental rheological units as it would
for instance be possible with a coaxial cylinder rheometer.
When applying a Bingham curve on the results according
to the Equation (1) with �̇� replaced by the rotation speed
and τ replaced by themeasured current, qualitative infor-
mation about yield stress (g) and viscosity (h) of flowable
material canbe obtained. The results canbe converted into
fundamental units by applying a conversion factor.
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In this investigation the rheological behavior of fresh
fiber reinforced cementmortar was evaluated using Visko-
mat XL. In this instrument, when the cylindrical sample
container rotates (Figure 2a), the mortar flows through
the blades of the impeller (Figure 2b) and exerts a torque
which is measured by a transducer. A series of data points
of torque (M) and rotation speed (N) are recorded. Be-
cause the principle of measurement in rotational viscome-
ters differs from coaxial viscometers, Bingham’s equation
was modified by Tattersall and Banfill [30]:

M = g + hN (2)

where:M – the torque; N – the rotation speed of the probe
or the cylindrical vessel; g and h – constants. In this equa-
tion g (the intercept) is proportional to the yield stress τ0
and h (the gradient) is proportional to the plastic viscos-
ity ηpl of the material. The yield stress value g and plas-
tic viscosity h, called the rheological parameters, are ma-
terial constants. They govern the rheological properties of
themixture. Once the stress exceeds the yield stress value,
the mixture starts to flow with the speed proportional to
the plastic viscosity. The lower the plastic viscosity of the
mixture, the higher is the speed of flow at a given load. But
also the risk of segregation increases with the decrease of
this parameter.

In the SCC mix design each, even slight, change of
components content (quality and quantity) can result in
changing the properties of fresh mix. Fluidity and ability
to flow between the reinforcing bars as well as the resis-
tance to segregation, are the main parameters which can
be altered.

There are numerous studies on the influence of the
steel fibers [11, 20, 24, 32] or carbon fibers [10] on the rhe-
ology of fresh cementitious materials. Polymer fibers are
very commonly used and their influence on the perfor-
mance parameters of hardened cementitious composites
is well described [16, 33–35]. However, there is still a need
to evaluate their influence on the rheological parameters
of cement based mixes. For this reason the author focused
on the investigation of cementitious composites reinforced
with different synthetic fibers in their plastic state. Three
commercially availablefiberswereused in the experiment.
The presented research was performed on cement mor-
tars, which more adequately reflect fresh concrete rheo-
logical behavior than cement paste.Mortars exhibit behav-
ior intermediate between those of concrete and of cement
paste. They undergo structural breakdown and the mea-
sured data are sensitive to the previous shear history of
the sample, but the equilibriumflow curve conforms to the
Binghammodel [36].

(a) (b)

Figure 2: (a) The Viskomat XL measuring system; and (b) the im-
peller used in the experimental program.

2 Experimental program
The experimental program focused on the investigation of
the rheological properties of cement mortars containing
three different synthetic fibers at twodifferent volume frac-
tions. The rotational viskometer Viskomat XL was used to
measure the rheological parameters (yield stress and plas-
tic viscosity). This allows to evaluate the rheological be-
havior of freshmortars and concrete mixes, which in prac-
tice has more significance than measurements of cement
grout. This is especially important in case of compositions
reinforced with fibers, since aggregate has an influence on
proper fibrillation of fibers, their distribution and packing
in the matrix [11].

2.1 Materials, mortar mix proportions

Specimens were prepared with Portland cement CEM I
42.5R conforming to the standard PN-EN 197-1. A quartz
sand ofmaximumparticle size 4mmwas used as an aggre-
gate. The grain size distribution of the sand is given in Fig-
ure 3. Sulfonated polynaphthalene based high range wa-
ter reducing admixture (HRWRA - superplasticizer SP)was
used in all mixes at 1.9% (by weight of cement).

Three types of synthetic fibers were used in this exper-
imental program (Figure 4). They differ in length, struc-
ture and type of polymer. The choice of the fiber types was
based on the analysis of the stock commercially available:
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Figure 3: Grading curve of aggregate.

– Fib1 - a synthetic fiber made of isotactic polypropy-
lene, used to improve: resistance to plastic shrinkage
of fresh concrete, resistance tomicrocracks and cracks
in hardened concrete.

– Fib2 - an upgraded, bundled, fibrillated high perfor-
mance fiber serving as a structural concrete reinforce-
ment;

– Fib3 - a synthetic fibermadewith amix of two rawma-
terials, used to improve ductility after shrinkage, resis-
tance to impact, resistance to shrinkage and bleeding.

Properties and dosing rates of the particular fibers are
given in Table 1.

Fiber aspect ratio was not used as an explicit variable
in the programme, but it canbenoted that it increaseswith
fiber length.

A cement mortar with sand 0/4 mm was used in all
tests using water/cement (w/c) ratio of 0.4. The mortar
composition is given in Table 2. Fiber lengths and fiber vol-
umes varieddepending on thefiber type. Fib1was dosed at
0.6 and 0.9 kg per 1 m3 of mortar, while Fib2 and Fib3 were
dosed at 1.0 and 4.0 kg per 1 m3 of mortar. The dosage was
based on the producers’ technical recommendations.

2.2 Experimental procedure

The components were placed in the bowl of mortar mixer
(conforming to the standard PN-EN 196) in the following
order: water with the appropriate quantity of superplasti-
cizer, cement, sand and fibers. Mixing time with rotation
speed 140 min−1 was 3-4 minutes.

The resulting mortar was subsequently tested in the
Viskomat XL (Figure 2). This apparatus is designed to test
the rheological parameters of concrete mixtures and ce-
ment mortars. A measuring cylinder with an internal di-
ameter of 165 mm and a height of 175 mm allows the mea-
surement of a mixture of 3 dm3. The rotation speed can be
adjusted between 0.001 and 80min−1. During the test, the

(a)

(b)

(c)

Figure 4: Fibers a) Fib1 - fibrillated isotactic polypropylene ; b) Fib2 -
fibrillated refined polypropylen; c) Fib3 - copolymer profiled fibers.
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Table 1: Characteristics of the applied fibers.

Property Fib1 Fib2 Fib3

Material Polypropylene PP Refined
polypropylen

Mix of polypropylene
and polyethylene

Density, kg/m3 910 910 920
Colour White Beige White
Tensile strength, N/mm2 300÷400 400 650
Modulus of elasticity, N/mm2 – 4900 5000
Melting point, ∘C >165 >150 >160
Length, mm 12 19 50
Dosing, kg per 1 m3 0.6 and 0.9 1.0 and 4.0 1.0 and 4.0

Table 2:Mortar composition.

Component Mass per 1 m3 [kg]
Cement CEM I 42.5R 695
Fine aggregate (0/4 mm) 1325
Water 278
SP (1.9% c.m.) 13.25
w/c 0.40

measuring cylinder was located in an outer cylinder filled
withwater flowing through the thermostat, which allowed
to keep the constant temperature during the whole test. In
this study the constant temperature of 20 ± 1∘C was kept
during the tests.

The times at which the test started were 10, 40, and
80 min. counting from the moment of mixing the con-
stituent materials. In this way the changes of the FRFM
rheological parameters over time were investigated. In
practice, parameters of fresh mixes after 60-80 minutes
(when concrete mix is placed) are more important than
directly after mixing. The procedure consisted of the pre-
mixing at low rotation speed (duration 240 s), the rest
(duration 180 s) and the ramp decreasing rotation speed
test (duration 96 s). The total duration of the test was
516 s. The first mixing cycle lasted two minutes and con-
sisted of a steady increase in rotation speed to 0.167 s−1

(10 min−1) in the first 60 seconds. Then, for another 60
seconds, the speed was lowered until the rotation com-
pletely stopped. The second mixing cycle had the same
time intervals, except that the maximum rotation speed
was (0.083 s−1 (5 min−1). The first part of the protocol sim-
ulated themixing process in a drummixer of a transporta-
tion vehicle. The rheological parameters g and hwere cal-
culated from the final down-curve. The nine steps setup
with rotation speeds from 0.450 to 0.050 s−1 (from 27 to
3 min−1) with 10 s each step is given in Figure 5. The first
step was two seconds longer (12 s), however, the data was

not taken into account in the first two seconds. The Bing-
ham curvewas generated from all collected data in the last
step (90 seconds).

Figure 5: Rheology measuring protocol - the variation of rotation
speed with time.

As a result of the measurement, a set of data express-
ing the resistance of the mix subjected to the stresses in-
duced by the rotation of the impeller was obtained. By lin-
ear approximation of the obtained results from the down-
curve, the flow line of the mixture is obtained and com-
pared with the modified Bingham Equation (2), which al-
lows to determine the rheological parameters of the tested
mortars.

3 Results and discussion
Figure 6 shows a torque–rotation speed relationship for
the mortar with w/c=0.40 containing 12 mm PP fibers
(Fib1) at a dosage of 0.6 kg per 1 m3 measured after 10
min. It can be clearly seen that the mortar conforms to the
Bingham model with the down-curve approximating to a
straight line where flow is fully developed, although it is
not superimposed on the up-curve and this would confirm
that some structural breakdown during the rest period has
occurred. Thebest straight line canbefitted to Equation (2)
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through the points on the down-curve after removing the
highest values - the first 2 seconds after the highest rota-
tion speed (0.450 s−1) was achieved (Figure 7). Values of g
= 27.7 N·mm and h = 488 N·mm·s, with a correlation coeffi-
cient of 0.9935 (based on 85 points), were obtained for this
particular measurement.

Figure 6: A typical flow curve output from the Viskomat XL measured
after 10 minutes (12 mm Fib1, dosage 0.6 kg per 1 m3).

Figure 7: Down-curve and the linear approximation measured after
10 min. (12 mm Fib1, dosage 0.6 kg per 1 m3).

The same procedure of drawing the down-curve and
linear approximation of the experimental results was per-
formed for all measurements. The test results for all three
fibers at two different doses for three times of measure-
ment are summarized in Table ??. All results are presented
in terms of g and h values obtained directly from the exper-
imental data. The changes of the yield stress (parameter g)
over time depending on the type and content of the fibers
are presented in Figure 8.

Yield stress is a property of the fluid at shear rate zero,
mainly influenced by attractions and physical networking
of the components. It is, hence, mainly affected by attrac-
tion forces and mechanical entangelments. The compo-

Figure 8: Dependency of the parameter g on fiber type, fiber content
and time.

nent in the form of dispersed fibers may affect these en-
tangelments. With time elapsed, the variations of the first
hydration products of cement increase attraction forces.

Initially, short PP fibers (Fib1) at the low dosage and
50 mm Fib3 regardless the dosage do not influence the
yield stress value. High increase of yield value for fresh
mortars with polypropylene fibrillated 19 mm fibers (Fib2)
was observed, compared to the reference fresh mortar.
Changes of yield value are consequence of fiber volume
fraction in case of Fib1 andFib2.High inclusionof PPfibers
(0.9 kg per 1 m3) affected significantly the yield stress of
freshmortar. Themain reason for this increase in the yield
stress at higher dosage is that the cement matrix is rein-
forced with a large amount of dispersed fibers. This rein-
forcing by creating a spatial mesh increases the resistance
of the mixture against shear stresses.

Influence of fiber lengthwasnot observedwhen 12mm
and 19 mm fibers were incorporated. At approximately the
same content (Fib1 - 0.9 kg/m3and Fib2 - 1 kg/m3) the val-
ues of yield stress are similar for both fiber lengths.

Yield stress slowly increased with elapsed time for the
reference mortar sample and mortars containing Fib1 and
Fib2. This is due to the diminishing effect of superplasti-
cizer and the formation of the structure. However, in case
of long fibers (Fib3) the growth of yield stress ismuchmore
evident. The fibrillation (splitting) of the fiber ends takes
place during mixing, which increases the contact surface
with the cement grout and determines the homogeneity of
the composite. Evidently, the initial mixing during mortar
preparation was too short, or not intense enough for full
fibrillation and dispersion. During the first test (after 10
min) the additional mixing was performed, which could
cause additional fibrillation, better homogeneity of fibers
in the matrix and increase in contact surface which re-
sulted in much higher yield stress measured after 40 min.
Increasing dosage of fibers Fib3 had no effect on the value



234 | Dorota Malaszkiewicz

Table 3: Rheological test results.

Parameter Time, min. Ref. Fib1 Fib2 Fib3
0.6 0.9 1 4 1 4

g, Nmm
10 33.0 27.7 98.3 93.2 138.5 31.4 32.9
40 82.3 58.4 113.9 96.5 173.5 114.2 112.2
80 123.4 76.6 127.1 120.2 189.7 194.5 189.6

h, Nmm·s
10 413 488 433 450 710 1098 1068
40 504 490 392 424 679 1008 1268
80 592 532 494 442 856 915 1550

R2
10 0.993 0.993 0.982 0.988 0.971 0.994 0.991
40 0.991 0.990 0.992 0.992 0.958 0.988 0.978
80 0.990 0.987 0.991 0.993 0.982 0.988 0.984

of the parameter g (Figure 7), because this type of fiber
does not form a spatial mesh such as Fib1 or Fib2. He et
al. [17] came to the similar conclusions that in the case
of identical fiber volume fraction, the workability of fresh
SCC reinforced with polypropylene monofilament fiber is
better than that with fibrillated polypropylene network
fiber.

The rheological properties of FRFM with PP fibers at
lower content (0.6 kg/m3) are better than for FRFM with
other types of fibers and even the reference mortar.

SCC is designed to flow under its ownmass, resist seg-
regation and meet other requirements. Compared to con-
ventional concrete, SCC should exhibit significantly lower
yield stress (near zero), which allows concrete to flow un-
der its own mass. As it can be seen from Figure 8, fibers,
especially fibrillated fibers, influence the yield stress and
this should be taken into account during designing mix
composition. In order to overcome this detrimental effect
of fiber addition the proper preventivemeasures should be
considered, such as increasing the dosage of superplasti-
cizing admixture.

Figure 9: Dependency of the parameter h on fiber type, fiber content
and time.

Plastic viscosity is a property of fluids already in mo-
tion. It is mainly determined by dynamic friction between
moving elements. Plastic viscosity must not be too high or
too low. When it is too high, fresh mix is sticky and diffi-
cult to pump and place, whereas when it is too low, fresh
mix is susceptible to segregation. Thus, the control of this
parameter is very important tomaintain the proper perfor-
mance of SCC.

The change in the value of parameter h (plastic vis-
cosity) for the control fresh mortar is linear, i.e. viscosity
increases systematically, but slightly over time (Figure 9).
The influence of primary hydration products and the de-
gree of SP adsorption on the dynamic friction seem to be
minor. The presence of Fib1 and Fib2 at lower dosage at
the beginning slightly increased the plastic viscosity com-
pared to the control mortar. Over time, however, the sit-
uation changed. After 40 minutes, fiber addition insignif-
icantly reduced the h parameter compared to the control
mortar. The viscosity increase over time in the mortars
with fibers was slower than that recorded for the fiber-
free fresh mortar. High incorporation of Fib2 into mor-
tar (4 kg/m3) significantly influenced its plastic viscosity
starting from thefirstmeasurement. Therewasno increase
of this property value following 40 minutes.

For Fib3 even lowdosage of fibers to themortar caused
the significant increase in plastic viscosity compared to
the fiber-free mortar. In case of higher content, the plas-
tic viscosity increased over time more intensely compar-
ing to other fresh mortars. It is in a correlation with the
increase in the yield stress of this composition. The only
exception in the behavior exhibited FRFM with low con-
tent of Fib3 - the plastic viscosity decreased, but still, after
40 and 80minutes, it was considerably higher than for the
reference mortar as well as for mortars with shorter fibril-
lated fibers.
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One of the effects of incorporation of profiled, or fibril-
lated fibers at higher volume friction into SCC could be the
control of the mix viscosity, which would result in better
stability and higher resistance to segregation.

In this study the effect of fibrillated fibers Fib1 and
Fib2, and profiled fibers Fib3 was examined. It has been
shown that in the investigated range of composition fac-
tors of FRFM the addition of fibers to the fresh mortar
changed the composite rheology. The type of fibers and
their volume fraction had the highest impact on the yield
stress increase of the tested FRFM. In case of the long pro-
filedfibers (Fib3) also the quality ofmixingprocess had the
significant influence on this feature. The length of fibers
did not have a significant influence on the yield value and
plastic viscosity of the testedFRFM,which is in accordance
with the results presented in [25]. The fibrillated PP fibers
(Fib1) at low content (0.6 kg per 1 m3) did not affect the
yield stress or plastic viscosity. The increase in the plas-
tic viscosity of FRFMwas causedmainly by the increase of
the fibers content. There was no influence of fibers on the
plastic viscosity of the mixtures when fibers content did
not exceed 1 kg per 1 m3 of the mortar. The efficiency of
SP over timewas better when fibers were incorporated, be-
cause the loss of fluidity (increase of yield stress) is slower
compared to the fiber-free fresh mortar.

4 Conclusions
The effect of two types of polypropylene fibrillated fibers
and one type of copolymer profiled fibers on the rheolog-
ical properties of fresh cement mortars was investigated.
Analysis of the obtained rheological parameters for the
FRFM showed that:
– The type of fiber and fiber volume fraction signifi-

cantly influenced both rheological parameters of the
FRFM.

– Considering the effect of the fibers on the yield stress
(g parameter), it was noted that the fibrillated fibers,
developing their spatial structure during mixing, in-
crease this feature as the dosage increases.

– Increasing the dosage of profiled fibers (Fib3) did not
affect the change in the yield stress. However, the in-
crease of this parameter was much higher over time
compared to other tested mortars.

– The viscosity increase over time in the mortars with
fibrillated fibers was slower than that recorded for the
fiber-free fresh mortar.

– Even low dosage of the profiled fibers (Fib3) caused
the significant increase in the plastic viscosity com-

pared to the fiber-free mortar. In case of higher con-
tent, the plastic viscosity increased over timemore in-
tensely comparing to other fresh mortars.

– The lengthof fibers didnot have a significant influence
on the yield value and plastic viscosity of the tested
FRFM.

– The efficiency of SP over time was higher in FRFM, i.e.
the loss of fluidity (increase of yield stress) was slower
compared to the fiber-free fresh mortar.
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