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Abstract: The weakness of magnetic effects at optical 
frequencies is directly related to the lack of symmetry 
between electric and magnetic charges. Natural materi-
als cease to exhibit appreciable magnetic phenomena 
at rather low frequencies and become unemployable for 
practical applications in optics. For this reason, histori-
cally important efforts were spent in the development of 
artificial materials. The first evidence in this direction was 
provided by split-ring resonators in the microwave range. 
However, the efficient scaling of these devices towards 
the optical frequencies has been prevented by the strong 
ohmic losses suffered by circulating currents. With all 
of these considerations, artificial optical magnetism has 
become an active topic of research, and particular atten-
tion has been devoted to tailor plasmonic metamolecules 
generating magnetic hot spots. Several routes have been 
proposed in these directions, leading, for example, to 
plasmon hybridization in 3D complex structures or Fano-
like magnetic resonances. Concurrently, with the aim of 
electromagnetic manipulation at the nanoscale and in 

order to overcome the critical issue of heat dissipation, 
alternative strategies have been introduced and investi-
gated. All-dielectric nanoparticles made of high-index 
semiconducting materials have been proposed, as they 
can support both magnetic and electric Mie resonances. 
Aside from their important role in fundamental physics, 
magnetic resonances also provide a new degree of free-
dom for nanostructured systems, which can trigger uncon-
ventional nanophotonic processes, such as nonlinear 
effects or electromagnetic field localization for enhanced 
spectroscopy and optical trapping.

Keywords: magnetic hot-spots; artificial optical magnet-
ism; Fano resonance; Mie resonances.

1   Introduction
In the optical range, light-matter interactions are mostly 
mediated by the electrical polarizability of atoms and mole-
cules induced by the electric component of an incident 
electromagnetic (EM) field. This characteristic has been 
exploited in the past years to engineer the spectral response 
of materials and boost their EM behavior at the nanoscale, 
by carefully adjusting their inherent features (refractive 
index, free-carrier density, etc. [1–6]) and their structural 
parameters (size, shape, etc. [7–9]). In this respect, much 
attention has been devoted to the study and optimization 
of localized surface plasmon resonances (LSPRs) of metal-
lic nanostructures [10, 11] and Mie resonances of their 
dielectric counterparts [12]. In both cases, interaction with 
an incident EM field at the right frequency causes accu-
mulation of charges of opposite signs in different regions 
of the nanoparticle, thus giving rise to an effective elec-
tric polarization. The key property of these resonances is 
the ability to concentrate light in sub-wavelength regions, 
called hot-spots [13], with electric field intensities that are 
enhanced up to several orders of magnitude. This effect has 
been largely exploited for biosensing [14], light harvesting 
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applications [15], photocatalysis [16] and non-linear light 
generation [17], just to mention a few applications.

On the contrary, interaction with the magnetic com-
ponent of light in natural materials is rather weak and is 
greatly limited by the small value of the magnetic permea-
bility μ at optical frequencies. This is an intrinsic constraint 
due to the asymmetry between electric and magnetic 
effects. Although reaching optical magnetic phenomena 
may seem unrealistic, through the employment of properly 
designed materials, it is possible to suitably engineer dis-
placement and conduction currents, achieving enhanced 
magnetic dipole moments even though the constituting 
elements are not endowed with microscopic magnetiza-
tion [18, 19]. Within this framework, the non-local response 
[20], i.e. spatial dispersion, of artificially designed materi-
als can act as a source of optical magnetism in response 
to EM field irradiation. Interestingly, recent advances in 

nanofabrication techniques have paved the way towards 
the realization of artificial optical materials [21] exhibiting 
a magnetic behavior even in the visible spectral range, thus 
enabling the experimental realization of previously incon-
ceivable phenomena, such as negative [22, 23] and near-
zero refractive index [24, 25], hyperbolic dispersion [26, 27] 
and “gap-mediated” meta-molecules, [28, 29] with break-
through applications in many fields of optics [30–35].

The possibility of creating materials simultaneously 
featuring negative values of electrical and magnetic per-
meabilities was envisioned by Veselago [36] in the 1960s, 
stimulating the interest of the scientific community in this 
field of science. Following this idea, the first architecture 
endowed with these characteristics was proposed in 1999 
by Pendry [37], who conceived and introduced the split-
ring resonator (SRR) layout, i.e. a microscopic metallic 
ring-like structure resembling a coil (see Figure 1A). When 
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Figure 1: Planar and 3D split ring resonator (SRR).
(A) Top, the SRR originally proposed by Pendry [37]. Bottom, low footprint version of SRR, suitable for scaling the device to target the optical 
range [38]. (B) The spectral shift of the magnetic resonance mode with respect to the SRR size. Despite the increase in the number of gaps in 
order to reduce the net capacitance of the system, the linear scaling law holds only in the low energy limit. Reprinted with permission from 
Zhou J, Koschny T, Kafesaki M, Economou EN, Pendry JB, Soukoulis CM, Phys Rev Lett, 95, 223902, 2005. Copyright 2005 by the American 
Physical Society (Ref. [39]). (C) Top, spectral distribution for the first five modes excited under the E⊥ polarization and near-field maps of the 
absolute value of the local E field normal component for the first two modes. Bottom, spectral distribution for the first five modes excited 
under the E// polarization and near-field maps of the absolute value of the local E field normal component for the first two modes. Adapted 
with permission from Ref. [38], 2006 Optical Society of America. (D) Top panel, schematic of the Split Ball Resonator, the 3D analogue of 
the planar SRR. The cut in a gold nanoparticle was performed through Focused Helium Beam milling, resulting in a low defect architecture 
(middle panel). Bottom panel, scattering spectra of the two particles in the middle panel for incident s- (red curves) and p-polarized (blue 
curves) light. The accuracy of fabrication enables the device operation at optical frequencies. Panel (D) has been reprinted by permission 
from Springer Nature, Nat Commun 2014;5:3104 Split-ball resonator as a three-dimensional analogue of planar split-rings. Kuznetsov AI, 
Miroshnichenko AE, Fu YH, et al. (Ref. [40]) Copyright (2014) Springer Nature Limited.
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incident light is coupled to this system, a resonant circu-
lating current is excited and gives rise to an oscillating 
magnetic field in the center of the ring, thus mimicking 
an oscillating magnetic dipole. To date, several alternative 
designs have been proposed in order to optimize the mag-
netic response of SRR and its unusual properties, such 
as negative refraction [22], cloaking [41], or superlensing 
[42]. The SRR concept works well in the infrared regime, 
but almost fails in the visible spectral range as a result of 
increased radiation losses and fabrication issues. In order 
to overcome these difficulties, a proposed solution relied 
on the introduction of metallic nanostructure assemblies 
[43–47]. These multiparticle arrangements are usually 
called metamolecules or plasmonic oligomers, and their 
EM properties depend on the mutual interaction between 
the constituting sub-units. When the nanoparticles are 
closely packed together and arranged in circular loops, 
plasmons start to synergistically interact, thus forming 
collective modes, which can be magnetic in nature. Unlike 
the SRR case, magnetic modes are not induced by a con-
duction current but instead by a resonant displacement 
contribution. This property helps achieve sharp magnetic 
resonances [48] at visible frequencies with lower intrin-
sic losses, higher sensitivity to the local dielectric envi-
ronment and enhanced magnetic fields at the center of 
the nanostructure assembly [49]. The quest for magnetic 
resonances at visible frequencies has drastically reduced 
the required dimension of nanostructured sub-elements 
within the metamaterial unit cell, especially in the case of 
near-field coupled structures (i.e. oligomers), whose fab-
rication tolerances must be tailored down to the sub-nm 
resolution. In this respect, in order to reduce the intrin-
sic broadening of their spectral features due to fabrica-
tion challenges (i.e. to achieve improved quality factor), 
alternative designs and high resolution techniques have 
been developed, such as monolithic resonators [50], He 
beam patterning [40] and atomic force microscope (AFM) 
nanomanipulation [51].

Despite the advantages offered by metallic nanopar-
ticle oligomers, the inherent losses at visible wavelengths 
associated to noble metal plasmonic materials, such 
as gold and silver, severely affect their straightforward 
translation into practical applications. On the contrary, 
high-refractive index dielectric materials offer an alterna-
tive route to achieve a strong magnetic response in this 
frequency window [52, 53], thereby overcoming criti-
cal issues, such as heat dissipation and radiation losses 
[54–56]. In contrast to “conventional” plasmonic materi-
als/structures, in purely dielectric systems only displace-
ment currents contribute to the magnetic moment of the 
artificial material and even simple spherical dielectric 

nanoparticles can support both electric and magnetic Mie 
resonances without the need of complex architectures. In 
this case, the lowest order resonance is a magnetic dipole, 
generated by circulating displacement currents, which 
enhance the magnetic field at the nanoparticle center 
[57]. Moreover, near-field coupling between dielectric 
nanoparticles helps generate strong magnetic hot-spots 
confined in the inter-particle regions [57], similar to the 
electric hot-spots associated to their metallic counter-
parts. The interference of electric and magnetic modes 
supported by these assemblies can give rise to sharp Fano 
resonances with a magnetic nature [58–60], and offer new 
opportunities, such as wavefront manipulation of light 
[56, 61–63], ultrafast all-optical switching [64, 65] and 
optical magnetic mirrors [66].

So far, different approaches have been followed to 
achieve advanced control of the magnetic component of 
light at the nanoscale level. In this review, we will try to 
give an exhaustive overview of the main achievements 
that lie behind magnetic hot-spot generation. In par-
ticular, we will focus on magnetic resonances sustained 
by artificial materials in the infrared and visible spectral 
range, with specific emphasis on plasmonic metamol-
ecules and all-dielectric nanoclusters. Concurrently, we 
briefly present some of the many inspiring results which 
are paving the way towards important applications in the 
fields of surface enhanced spectroscopies [67], non-linear 
light generation [68–71] and optical trapping [72, 73].

2   Split-ring resonator
The first evidence of artificial magnetism at optical fre-
quencies was provided in 1999 by Pendry et  al. with the 
aim of finding the magnetic analogue of a good electrical 
conductor [37]. The architecture proposed was a SRR, i.e. 
an artificially produced structure consisting of a couple of 
metallic concentric loops with splits at the opposite ends 
(see Figure 1A, top). An alternative simplified version of 
the double-ring resonator, consisting of a single SRR with 
one cut, was introduced and investigated in later works 
[38, 39, 74] (see Figure 1A, bottom). In particular, the spec-
tral response of U-shaped SRRs for impinging light at 
normal incidence with respect to the structure plane has 
been studied both numerically [38] and experimentally 
[74]. The presence of a gap enables the identification of two 
different illuminating conditions, where the electric field is 
respectively perpendicular (E⊥) or parallel (E//) to the ring 
disconnection. The modes sustained by SRRs are displayed 
in Figure 1C, which shows that, while an electric dipolar 
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configuration is excited for impinging orthogonal polari-
zation - E⊥ (Figure 1C - top panel - resonance (1)), a strong 
magnetic contribution (the so-called “LC-resonance” of 
the SRR) is manifested under E// irradiation (Figure 1C - 
bottom panel - resonance (1)). In this case, the structures 
can support circulating currents, thus enriching their EM 
response with a clear magnetic character. Starting from 
these pioneering works, many other results demonstrat-
ing a magnetic resonance of metallic structures have been 
reported, especially in the infrared and microwave regions 
[75–78]. The SRR EM response can be intuitively explained 
through a lumped element LC-analogue [79]. Given that 
the gap acts as a capacitor C and an inductance L can be 
assigned to the metal ring, the resonance frequency of the 
system can be approximated by 1 / ,LCω =  which exclu-
sively depends on the SRR size/geometrical parameters. 
Under this assumption, a simple approach to shift the SRR 
resonance towards visible frequencies consists in the ad 
hoc fabrication of smaller structures. Concurrently, a com-
plementary strategy to increase the operation frequency of 
an SRR involves the number of gaps: based on the lumped 
element model introduced above, an increasing number 
of gaps results in a series of capacitors, and a consequent 
reduction of the system net/total capacitance. Following 
this idea, Zhou et al. [39] numerically investigated the spec-
tral response of multi-cut SRRs, achieving magnetic reso-
nances up to visible frequencies. These concepts are well 
described in Figure 1B, where the SRR magnetic resonance 
frequency, fm, is plotted as a function of the linear ring size, 
a, and the number of splits. Up to the lower THz range, a 
linear dependence fm ∝ 1/a can be immediately recognized, 
whereas a clear saturation appears for higher frequencies. 
The electron self-inductance as well as the additional 
losses intrinsically connected to nanosized plasmonic 
materials severely jeopardize the immediate extension, 
through a direct geometrical rescaling, of the resonant 
magnetic response of metallic nanostructures into the 
visible spectral region. Recently, new perspectives for light 
manipulation at the nanoscale have been promoted by the 
significant advancements in modern nanofabrication tech-
niques [80], which help enrich the fabricated structures 
with high-quality details and/or complex architectures 
[81–85]. A crystal-clear example is offered by the extremely 
precise nano-cut introduced on top of a spherical plas-
monic nanoparticle [40], the so-called split ball resona-
tor (SBR), whose spectral behavior has been observed to 
be very similar to that of a conventional SRR. A schematic 
illustration of the present architecture, together with a rep-
resentative helium ion microscope image, is depicted in 
Figure 1D, where a clear analogy to a 3D upright SRR can be 
immediately noticed. On the one hand, for an impinging 

electric field that is polarized parallel to the nanogap 
plane (p-polarized configuration), the optical response of 
the proposed structure exhibits a resonance peak associ-
ated to an electric dipole (blue curves in Figure 1D). On the 
other hand, for an incoming polarization perpendicular to 
the cut (s-polarized configuration), two resonant features 
appear in the scattering spectrum: a weak resonant peak 
close to the position of the electric resonance and a more 
pronounced one at longer wavelengths corresponding to 
the LC (i.e. magnetic) response (red curves in Figure 1D). 
This result fully recovers the optical behavior of the SRR 
and allows the extension of the device frequency operation 
up to the visible region of the EM spectrum [40]. Moreover, 
the present architecture, with its intrinsic 3D nature, offers 
a more efficient coupling to the impinging radiation for 
both electric and magnetic contributions. Indeed, the SBR 
can be excited for all incident directions lying in the plane 
parallel to the nano-cut. The performance of this kind of 
structure in terms of field enhancement at the magnetic 
resonance frequency ranges between 20 and 45, a value 
which is fully consistent to analogous results retrieved 
in the near-infrared spectral range [76, 86]. In addition, a 
wide tunability throughout the whole optical window can 
be obtained, depending only on the nanostructure geomet-
rical parameters, such as the nano-cut width and depth.

Despite the promising characteristics and the rela-
tively simple design offered by SRRs, alternative [87, 88] 
and/or more complex configurations [18] have been con-
currently conceived and investigated, in order to push 
even further the advanced control of the magnetic compo-
nent of light at the nanoscale level.

3   Metamolecules and plasmonic 
oligomers

In the same way in which the SRR resembles an elemental 
coil, other architectures can be directly inspired by nature 
analogues, thus encouraging the quest for new artificial 
magnetic phenomena at visible and/or infrared frequen-
cies. For example, aromatic molecules formed by multiple 
rings of six carbon atoms can trigger current loops, which 
are supported by the electrons of the delocalized π orbit-
als, interacting with a magnetic field and inducing a mag-
netic response. In this view, with the aim of replicating 
these natural systems, plasmonic hexamers [43, 44] and/
or heptamers [45–47] can be introduced as benzene-ana-
logue building blocks for the construction of cyclic aro-
matic structures of increasing complexity (see Figure 2). 
These multiparticle architectures are usually called 
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metamolecules or plasmonic oligomers, and their optical 
properties are defined by the relative position of each sub-
unit, in the same way in which the relative position of 
atoms defines the properties of a molecule. This analogy 
is surprisingly convenient in describing the near-field 
interaction of plasmonic nanoparticles. Once they are 
brought into close proximity, plasmons start to interact 
with each other and form hybridized collective modes, 
similar to molecular orbitals. This behavior is clearly 
visible in the case of a heptamer, whose extinction spec-
trum exhibits the onset of an extra transparency dip for 
interparticle separations below 60 nm (Figure 2A, brown 
to red configurations). The obtained optical response can 

be ascribed to the interference between a bright “super-
radiant” and a dark “sub-radiant” plasmon, i.e. between 
collective resonances that efficiently couple or not to the 
incoming light. The archetypical features of these modes 
can be summarized as follows: a sub-radiant (dark) mode 
originates from an EM configuration, in which the super-
position of the electric dipole momenta supported by the 
system sub-units is vanishing, as opposed to the radiant 
(bright) case, where the system possesses a net dipole 
contribution. As a consequence, the coupling efficiency 
with the impinging radiation is completely different: a 
sub-radiant mode poorly responds to external EM radia-
tion due to its negligible electric dipole moment. The 

Figure 2: Plasmonic oligomers and displacement currents.
(A) Measured and simulated transmittance spectra of an array of heptamers at normal incidence, upon inter-particle gap reduction (brown 
to red curves). The onset of the Fano resonance is clearly visible for gaps below 90 nm. Both the monomer and the hexamer structures 
feature a single peak in their corresponding transmittance spectra (aquamarine and black curves, respectively). (B) Near field distribution 
at the selected wavelengths reported in (A) for both the hexamer and the heptamer. The presence or absence of the Fano resonance is due 
to the central nanoparticle. The superradiant and subradiant modes that destructively interfere, hence giving rise to the Fano resonance, 
are characterized by the plasmon on the central nanoparticle oscillating in-phase or in counter phase with respect to the six satellite 
nanoparticles, respectively. Adapted with permission from Hentschel M, Saliba M, Vogelgesang R, Giessen H, Alivisatos AP, Liu N. Transition 
from isolated to collective modes in plasmonic oligomers. Nano Lett 2010;10:2721–6 (Ref. [47]). Copyright 2010 American Chemical Society. 
(C) Simulated extinction spectrum of a naphthalene-like oligomer (left) and charge densities and magnetic field plots at resonances I and II 
(right). Adapted with permission from Liu N, Mukherjee S, Bao K, et al. Magnetic plasmon formation and propagation in artificial aromatic 
molecules. Nano Lett 2012;12:364–9 (Ref. [89]). Copyright 2012 American Chemical Society.
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interference between bright and dark modes corresponds 
to a typical Fano resonance condition [90, 91]. Indeed, 
Fano resonances are normally caused by strong interac-
tion between a narrow/discrete and a broad/continuum of 
states, which are spectrally overlapped, and lead to the 
formation of a pronounced dip (extra-transparency) in the 
extinction response of the system. This concept is even 
more evident if we observe the near-field characteristics 
of “aromatic metamolecules” (as depicted in Figure 2B). 
Indeed, we can immediately recognize that the dipolar 
plasmon of the central nanoparticle hybridizes with the 
surrounding hexamer, giving rise to in-phase (Figure 2B, 
panels 4 and 6) or out-of-phase (Figure 2B, panel 5) oscil-
lating currents, which are respectively associated to 
radiant and sub-radiant modes of the overall assembly. 
Obviously the latter configuration is forbidden in the bare 
hexamer, where only a concordant motion of the free elec-
tron charges is allowed (Figure 2B, panels 1–3).

Even more interesting phenomena arise from the 
mutual interaction between adjacent benzene-like 
building blocks, resembling the characteristics found 
in aromatic hydrocarbon molecules [89]. For instance, 
the plasmonic analogue of naphthalene, i.e. a bicycling 
ring with two shared atoms, can support two Fano reso-
nances (denoted as resonances I and II in Figure 2C) that 
are well separated in frequency. While resonance I cor-
responds to a charge distribution in which the central 
particles are in an antiphase configuration with respect 
to the surrounding ones, resonance II is characterized 
by ring displacement currents circulating in opposite 
directions, leading to the excitation of two antiparallel 
magnetic moments. For increasing number n of hep-
tamer sub-units, multiple sub-radiant modes appear in 
the simulated absorption spectrum of the entire assem-
bly, and the ring magnetic mode is sustained only by the 
metamolecules with even values of n. Finally, in the case 
of a 12-heptamer chain excited at normal incidence with 
linearly polarized light, the optical response is charac-
terized by a magnetic resonance, in which every sub-unit 
supports a current loop. The induced magnetic moments 
are aligned in a fully antiparallel symmetry, resulting in 
an “anti-ferromagnetic” plasmonic system. The efficient 
near-field coupling between adjacent nanoparticles 
helps overcome the intrinsic limitations of noble metals 
at visible frequencies by converting the conduction cur-
rents, usually employed in SRRs, into their displacement 
counterparts, still supporting an efficient magnetic coil-
like resonance [18, 92]. Moreover, the sub-radiant nature 
of these modes guarantees high propagation lengths, 
making the system eligible for integrated optical devices 
or waveguide applications.

With the aim of properly explaining the near-field 
coupling between radiant and sub-radiant modes, it is 
worthy to consider a simpler architecture consisting of four 
closely packed nanoparticles arranged in a ring configu-
ration, as depicted in Figure 3, a particular arrangement 
extensively reported in the literature [51, 92, 94, 95]. The 
optical response of this system is entirely determined by 
the overall geometry, where smaller displacements (in 
the order of 1  nm) of a single nanoparticle unit result in 
drastic changes of the spectral read-out. The recent results 
by Alù and coworkers, who have exhaustively studied a 
plasmonic quadrumer from both the experimental and 
the numerical standpoints [51, 93], offer a clear example 
in this direction. Even though this peculiar architecture 
has already been fabricated by using top-down and bot-
tom-up approaches, the extreme control of the individual 
nanoparticles, offered by atomic force microscope posi-
tioning (see Figure 3A), has allowed a clear-cut investiga-
tion of different geometrical configurations [51]. When the 
nanoparticles are placed far apart, the scattering spectrum 
is characterized by a single, broad resonance arising from 
the dipolar contribution of the individual nanoparticles, as 
shown in the scattering spectra of Figure 3B (left). Reduc-
tion of the interparticle gaps results in a red-shift of the 
electric dipole resonance. This behavior can be associated 
with an increase of the capacitance induced by the nano-
structures mutual coupling, as predicted by the lumped 
element LC-analogue. For sub-10  nm interparticle sepa-
rations, the collective plasmon response exhibits a pro-
nounced Fano dip in the scattering spectrum (see Figure 
3B, right), originating from the hybridization between a 
radiant (broad) electric dipole and a sub-radiant (narrow) 
magnetic mode. Namely, the structure proposed in Figures 
3A–B exhibits strong electric and magnetic responses, 
which are spectrally overlapped in the visible frequency 
range. In an ideally symmetrical configuration, these 
modes are orthogonal and additively contribute to the 
total scattering cross-section without interference and the 
entire molecule simply acts as a single isolated dimer (see 
Figure  3C, left panels). Therefore, the most efficient way 
to excite magnetic-based Fano resonances is to introduce 
small asymmetries in the nanocluster oligomer, thus relax-
ing the orthogonal condition between the bright-electric 
and the dark-magnetic modes. In such a case, the Fano for-
mation at the frequency of interest can be simply controlled 
and manipulated by carefully adjusting the nanostructure 
size and the inter-particle separations g (see Figure 3C, 
right panels). For values of g that are greater than 10 nm, 
only a weak interaction between the constituent dimers 
is established and a broad dipolar peak characterizes the 
metamolecule optical response, as it was retrieved in the 
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symmetric case. Conversely, for smaller inter-particle sepa-
rations, the nanodimers plasmons strongly interact and 
interfere, giving rise to an asymmetric Fano-like dip in the 
scattering spectrum. Decoupling of the contributions of 
the upper and lower nanodimers allows for a better under-
standing of the physics behind the Fano formation. In fact, 
upon gap reduction, destructive interference is the result 
of the strong coupling between the highest bright mode of 
the bottom dimer and the low dark mode of the asymmet-
ric one (see Figure 3D).

Following this idea, Nazir et  al. [96] have realized a 
planar asymmetric disk trimer, which supports intense 

and localized magnetic hot-spots in the near infrared 
spectral range (see Figure 4A). A diameter increase of one 
of the three sub-units induces phase retardation effects 
between the resonance modes of the lower dimer and 
upper disk. When the interfering modes are spectrally 
overlapped, resonant hybridization occurs accompanied 
by a circulating displacement current with associated 
electric and magnetic hot-spots confined in the inter-par-
ticle regions. This coil mode corresponds to a sharp and 
pronounced Fano dip in the extinction spectrum, which 
is extremely sensitive to both the structural parameters 
and the surrounding refractive index. Within this context, 
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Figure 3: Plasmonic hybridization and Fano resonances.
(A) Left, schematic of the AFM manipulation and optical scattering setup. Right, AFM images of the gold oligomers over an area of 
1.25 μm × 1.25 μm. (B) Measured scattering spectra when the four nanoparticles are far apart (left) and when they are arranged in a square 
aggregation with small gaps (right). The inset illustrates the experimental geometry and corresponding coordinate system. Reprinted by 
permission from from Springer Nature, Nat Nanotechnol 2013;8:95–9 A subwavelength plasmonic metamolecule exhibiting magnetic-based 
optical Fano resonance. Shafiei F, Monticone F, Le KQ, et al. (Ref. [51]) Copyright 2013 Springer Nature Limited. (C) Scattering cross-sections 
of the symmetric (left) and asymmetric (right) gold metamolecules for various interparticle distances g. In the symmetric case, the overall 
response of the system is dominated by the dipolar plasmon resonance of the single constituent, whereas the clustering of nanoparticles 
causes increased modes overlap and amplification of the scattering magnitude. In addition, the ring mode presents an overall net zero 
dipole moment and no Fano resonance is possible. Introducing a small asymmetry, for large interparticle distance the scattering cross 
section resembles the response of the isolated system, but for g < 5 nm, the signatures for strong coupling between nanodimers are 
observed in the onset of a Fano resonance. (D) The mechanism behind the Fano formation. The optical response of the isolated constituent 
of the asymmetric oligomer shown in the inset was studied. While the dipolar plasmon resonance of the top dimer (blue curves) shifts to the 
single sphere’s LSPR, that of the bottom dimer (red curves) shifts to longer wavelengths. As the highest bright mode of the bottom dimer 
couples with the low dark mode of the top dimer, destructive interference between these modes results in a Fano dip in the scattering cross-
section spectrum (black curves). Reprinted from Le KQ, Alù A, Bai J. Multiple Fano interferences in a plasmonic metamolecule consisting of 
asymmetric metallic nanodimers. J Appl Phys 2015;117:23118 (Ref. [93]), with the permission of AIP Publishing.
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Panaro et  al. have recently introduced another architec-
ture supporting near-field hybridization between electric 
and magnetic resonances in the mid-infrared spectral 
range [97] (see Figure 4B). In this case, the superposition 
of a high-order plasmonic mode, which is supported by a 
crescent-like structure, and a dipolar resonance sustained 
by an underlying nanodisk dimer, promotes two different 
near field configurations: (i) an in-phase coupling that 
presents a non-vanishing electric dipole moment and (ii) 
an out-of-phase oscillation, with an almost-zero electric 
dipole moment but an intense magnetic response. In com-
parison to the spectral behavior of the asymmetric disk 
trimer (Figure 4C, red curve), the resonance of the cres-
cent-like structure is more efficient in terms of sharpness 
and intensity (black curve, Figure 4C), positively affecting 
the localized and enhanced magnetic field supported by 
the system. In both cases, the magnetic field is perpen-
dicularly oriented with respect to the oligomer plane and 
squeezed in the nanoscale region comprised between the 
disks and the upper element (see 2D plots of field distri-
bution in Figure 4D). It is worth noting that the contribu-
tions in terms of field enhancement and confinement are 

greater for the crescent-like structure. As can be observed 
in Figure 4D (dotted lines), the magnetic field enhance-
ment peaks are spectrally located in correspondence 
of the extinction peaks, thus confirming the magnetic 
resonant nature of the investigated modes. Moreover, 
the typical spectral features characterizing a Fano inter-
ference, such as extra-transparency and spectral sharp-
ness, are further emphasized by the introduction of the 
crescent-like nanostructure.

Most of the architectures investigated thus far present 
optical magnetism only in a narrow spectral window and 
feature a net magnetic moment, associated to the pseudo-
currents supported by electric plasmon resonances, 
orthogonal to the substrate. With the aim of broadening 
the spectral response of the magnetic resonance without 
increasing the resistive losses, 2D vertically stacked plas-
monic assemblies have been introduced by Verre and 
coworkers [48]. The proposed architecture comprises a 
metal-insulator-metal (MIM) structure, which acts as an 
artificial meta-atom and promotes the efficient genera-
tion of a magnetic hot-spot, extremely concentrated in 
the tiny insulating layer (see the cartoon in Figure 5A). In 

Figure 4: Coil-like dark modes and plasmonic hybridization involving high order modes.
(A) 2D plots of conduction current density (top left) and total charge current density, i.e. conduction plus displacement current (top right), 
together with the electric (bottom left) and magnetic field enhancement (bottom right) at the Fano resonance. Adapted with permission from 
Nazir A, Panaro S, Proietti Zaccaria R, Liberale C, De Angelis F, Toma A. Fano coil-type resonance for magnetic hot-spot generation. Nano 
Lett 2014;14:3166–71 (Ref. [96]). Copyright 2014 American Chemical Society. (B) Sketches depicting the main morphological parameters of 
the disk (upper sketch) and moon (lower sketch) trimers. (C) The respective simulated extinction efficiency spectra of the disk dimer (dotted 
curve) and single disk (continuous curve) in the disk trimer (upper red curves) and the extinction efficiency spectra of the disk dimer (dotted 
curve) and moon structure (continuous curve) in the moon-integrated trimer (lower black curves). (D) Left, experimental extinction efficiency 
spectra associated with the respective arrays of disk trimer (red curve) and MTR (black curve), for normal incidence condition (see the left 
side insets for the polarization direction). The insets respectively show the SEM images of a single disk trimer (upper inset) and a single 
MTR (lower inset) (scalebar: 1 μm). Right, respective simulated extinction efficiency spectra (solid lines) and magnetic field enhancement 
spectra (dotted lines) of the disk trimer array (red curves) and the MTR array (black curves). The insets show the 2D plots of the magnetic 
field enhancement distribution in the Fano resonance condition (λ = 8 μm). Adapted with permission from Panaro S, Nazir A, Proietti 
Zaccaria R, et al. Plasmonic moon: a Fano-like approach for squeezing the magnetic field in the infrared. Nano Lett 2015;15:6128–34 (Ref. 
[97]). Copyright 2015 American Chemical Society.
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fact, for sub-10  nm thicknesses of the dielectric spacer, 
this oligomer exhibits a clear dip in the extinction spec-
trum, imputable to a magnetic resonance and identified 
by an antiphase oscillation of the electric dipoles in the 
metallic disks (Figure 5A, top panel). It follows that the 
resultant magnetic dipole lies in the plane of the mag-
netic meta-atom, aligned perpendicularly with respect 
to the electric dipoles and located in the insulating 
layer (see field distributions in Figure 5A). Following the 
same principles, when several magnetic meta-atoms are 
arranged in a pentamer configuration, multiple Fano res-
onances arise in the overall optical response, suggesting 
a non-trivial mutual interaction (see sketch and spectral 
response depicted in Figure 5A, bottom panel). This spec-
tral behavior is significantly different from a metal oli-
gomer, which features only a single Fano lineshape (see 
Figure 5A, middle panel). The present hybrid architecture 
displays a spectrally increased transparency window (as 

wide as ~150 nm) with an intricate fine-structure reflect-
ing the complex couplings among the system constitu-
ents. The type and the number of hybridized resonances 
can be controlled with fine tuning of the interparticle 
distance and the dielectric thickness of each unit. The 
optical response of the magnetic meta-atom pentamer is 
displayed in Figure 5B for optimized parameters, together 
with the electric and magnetic near-field distributions 
for a few selected wavelenghts (highlighted in Figure 5C). 
The resonance at 613  nm (position 1 in Figure 5B, left 
panel) corresponds to the in-phase excitation of the MIM 
elements. At position 2, only the top metallic disks in 
each MIM are efficiently excited, but the three particles in 
the central row show a π-phase offset, resulting in a net 
vanishing dipole moment of the whole structure. All the 
features at longer wavelengths can be explained by the 
presence of a broad super-radiant continuum, generated 
by the bottom disks in the central row, superimposed 
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Figure 5: Magnetic resonance broadening in the optical regime.
(A) The scattering properties of a single vertical MIM dimer (top), plasmonic oligomer (centre) and MIM oligomer (bottom). The properties of 
the first two architectures are combined in the latter system that supports multiple subradiant modes, thus generating a quasi-broadband 
magnetic response at visible frequencies. (B) Left, simulated spectral response of a MIM pentamer (solid lines) and a standard gold 
pentamer (dashed line). Right, calculated magnetic field at the center of the dielectric spacer for the different vertical dimers in the MIM 
pentamer (solid lines). As a comparison, the magnetic enhancement for an isolated dimer is also shown (dashed line). (C) Electric field 
intensity and field lines at the center of the bottom disk (first row), top disk (second row) and magnetic field in the dielectric spacer at the 
wavelengths indicated by 1–5 in (B). Adapted with permission from Verre R, Yang ZJ, Shegai T, Käll M. Optical magnetism and plasmonic 
Fano resonances in metal–insulator–metal oligomers. Nano Lett 2015;15:1952–8 (Ref. [48]). Copyright 2015 American Chemical Society.
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with multiple sharp dips attributed to various dark states 
and associated to the antiphase charged oscillations of 
the bottom and top metallic layers. The magnitude of the 
magnetic field enhancement within the spacer, illustrated 
in the bottom row of Figure 5C, is a clear indication of 
the virtual current loop and the corresponding magnetic 
dipole strength. Given that the incident field is polar-
ized along the x-direction, i.e. aligned with the pentamer 
central row, different behaviors are found for the left, top 
and central MIM elements, as highlighted in Figure 5B 
(left panel). Despite its complex nature, the architecture 
presented here allows for a very broad magnetic response 
at visible frequencies, thus offering another intriguing 
perspective in the further manipulation of artificial mag-
netic response.

Owing to the inherent sharp spectral features and 
extreme field localization/enhancement associated with 
magnetic dark modes, plasmonic oligomers have enabled 
the realization of nanoscale platforms for surface-
enhanced spectroscopies [67] and non-linear light genera-
tion [68].

Employing a practical bottom-up fabrication scheme, 
Chen and coworkers [67] have recently taken advantage 
of the so-called nanoparticle-on-mirror geometry [98, 
99] for generating magnetic resonances at visible-near-
infrared frequencies, thus facilitating the significant 
amplification of Raman signals. Very small nanogaps 
(in the order of 1 nm) are obtained in a highly reproduc-
ible manner by simply sandwiching a molecular mon-
olayer between a gold nanosphere and an underlying 
single-crystal flat metallic surface, as it is schematically 
reproduced in Figure 6A. Upon light illumination and 

for small nanogaps, anti-symmetric charge distributions 
are excited at the nanoparticle surface and on the mirror 
imaging sphere (see the cartoon in Figure 6A right side). 
This phenomenon is well exemplified in the framework 
of plasmon hybridization between the modes supported 
by closely spaced nanoparticles [98]. This anti-parallel 
configuration is accompanied by a vanishing net dipole 
moment and, in analogy with other configurations, a cir-
cular displacement current that is typical of dipolar mag-
netic modes arises in the nanogap region. A near-field 
investigation of the system behaviour at the magnetic 
resonance frequency helps obtain further insights into 
the resonance mechanism. Interestingly, the 2D electric 
and magnetic near-field maps shown in Figure 6B demo-
nstrate the co-localization of electric and magnetic hot-
spots in the nanogap, a characteristic that plays a key role 
for applications in enhanced spectroscopies. Indeed, the 
co-existence (both spatially and in the frequency domain) 
of electric and magnetic resonances strongly enhance 
the SERS signal coming from the mercapto benzoic acid 
(MBA) molecules in the hot-spot region. This is shown 
in the Raman spectra of Figure 6C, acquired for different 
diameters of the gold nanosphere. The maximum signal 
is obtained when the magnetic dipolar mode perfectly 
matches the exciting laser line, thus indicating its crucial 
contribution to the overall sensitivity of the investigated 
platform.

The strongly confined and intense magnetic hot-
spots supported by plasmonic oligomers help in dra-
matically boosting light-matter interactions in nanoscale 
volumes, with remarkable consequences for nonlinear 
optical processes as well. In this respect, adopting an 
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Figure 6: Magnetic resonance-enhanced Raman spectroscopy.
(A) Schematic illustration of the investigated coupled metallic nanosphere-film system and LC model at the magnetic dipolar mode. (B) The 
electric (left) and magnetic (right) field distributions at the magnetic resonance frequency. (C) The Raman signal of an MBA monolayer of 
molecules adsorbed on the flat gold film in the nanogap region, acquired for different values of the nanosphere diameter D. The labels α and 
β refer to the characteristic Raman lines of MBA. Adapted with permission from Chen S, Zhang Y, Shih TM, et al. Plasmon-induced magnetic 
resonance enhanced Raman spectroscopy. Nano Lett 2018;18:2209–16 (Ref. [67]). Copyright 2018 American Chemical Society.



E. Calandrini et al.: Magnetic hot-spot generation at optical frequencies      55

asymmetric disk trimer similar to the one introduced 
by Nazir et al. [96] (see Figure 4B), Yang and coworkers 
[68] numerically investigated the magnetic resonance 
effects on the generation of second harmonic (SH) light. 
The destructive interference between the super-radiant 
electric mode of the upper disk with the sub-radiant 
magnetic mode of the nanoassembly gives rise to a sharp 
and pronounced transmission dip in the scattering spec-
trum (see black line in Figure 7A), accompanied by the 
formation of magnetic and electric hot-spots in the inter-
particle regions (see inset in Figure 7A and B). Moreover, 
at the Fano resonance the radiative losses are efficiently 
suppressed and the absorption remains high (see red 
line in Figure 7A), thus producing no negative effect on 
the energy-harvesting capabilities of the oligomer and 
giving rise to a strong fundamental near-field located 
at its center. Consistent with this picture, the near field 
distribution map at the SH frequency for exctitation at 
the Fano dip shows high emission intensities, as high-
lighted in Figure 7C. Concurrently, the nanostructure far 
field calculated at the SH frequency exhibits the largest 

intensity when the fundamental excitation matches the 
dark magnetic resonance, thus unveiling the potentiali-
ties of magnetic modes for the efficient manipulation of 
nonlinear optical processes.

4   All dielectric nanoparticles
Nanostructured dielectric materials provide an alterna-
tive way to directly implement electric and magnetic field 
manipulation at visible/near infrared frequencies, thus 
suggesting a different approach to nano-photonics [52, 
53]. Indeed, the observed EM-induced resonances can 
be capitalized for the efficient light concentration into 
deep-subwavelength volumes, in a selfsame way like 
noble metal plasmonic resonances. The simplest system, 
i.e. a single dielectric spherical nanoparticle, can exhibit 
both electric and strong magnetic resonances [100–102]. 
In fact, accordingly to Mie theory, the first fundamental 
mode of high-permittivity nanoparticles corresponds to 
a magnetic dipole excitation and originates from circu-
lar displacement currents driven by an incident electric 
field. The induced magnetic dipole moment lies in the 
plane that is perpendicular to the incident electric field 
and it is confined inside the dielectric nanoparticle. Even 
though these structures are endowed with lower near field 
enhancement compared with their conventional metallic 
counterparts, the induced magnetic dipole can be straight-
forwardly exploited as an additional degree of freedom in 
more complex all-dielectric assemblies. In analogy with 
a conventional metallic dimer, two coupled silicon nano-
particles support an electric field resonance and a cor-
responding hot-spot, for impinging radiation polarized 
along the interparticle main axis (see Figure 8A). In addi-
tion, for incident radiation polarized perpendicularly, a 
magnetic hot-spot arises in the nanogap region as a result 
of induced in-phase magnetic dipole moments in each 
nanoparticle. With the aim of understanding the nature of 
the different modes, a numerical study of the system has 
been recently performed by Bakker and coworkers [57], 
following a multipole decomposition approach. For light 
polarized along the main axis of the dimer (see Figure 8B, 
left panel), the scattering spectrum reveals a single peak 
due to the overlap between the electric and magnetic reso-
nances, which are associated with the enhancement of 
both the electric and the magnetic fields. While the former 
is concentrated in the nanogap, the latter is mostly located 
inside the nanoparticles, thus making it poorly accessible 
for practical applications. Vice versa, for the orthogonal 
polarization (Figure 8B, right panel), the scattering spec-
trum is characterized by a pronounced dip in the total 

Figure 7: Magnetic Fano resonance-induced second harmonic 
generation.
(A) Scattering and absorption spectra of the oligomer in the vicinity 
of the magnetic Fano resonance. The inset shows the electric field 
distribution in the inter-particle region and the associated magnetic 
field excited at the magnetic dipole resonance. (B) Electric near-field 
enhancement map in the central plane of the trimer. (C) Near-field 
distribution of the electric field at the SH frequency for excitation 
at the magnetic Fano resonance. Adapted from Ref. [68] with 
permission from The Royal Society of Chemistry.



56      E. Calandrini et al.: Magnetic hot-spot generation at optical frequencies

electric dipole contribution, as a result of destructive inter-
ference between electric dipole and toroidal resonances 
[103], with the concurrent appearance of a magnetic hot-
spot in the dielectric medium between the nanostructures. 
In this case, the toroidal dipole moment is generated by 
induced magnetic dipoles, which are not perfectly paral-
lel due to the electric − magnetic dipole interaction. This 
feature is a unique property of the present system without 
a direct analogue in its metallic counterpart. For both X- 
and Y-polarized light the near-field behaviour displays a 
magnetic character, while higher hot-spot enhancement is 
obtained for Y-polarized light (over 6 times) in comparison 
to the X-polarized case (~3 times). This result establishes 
the former configuration as the most prominent case for 
spectroscopic applications.

The possibility of exciting both electric and magnetic 
resonances in the sub-units of all-dielectric oligomers 
has paved the way for their collective modes engineer-
ing. In particular, the concept of Fano resonance has been 
extended to dielectric systems by considering the mutual 
interference between their magnetic modes, thus offering 
an alternative route to achieve optical magnetism [58, 59]. 
In analogy with the metallic heptamer presented earlier, 
Chong and coworkers [60] realized a silicon counterpart, 
analyzing its spectral response both theoretically and 
experimentally. As shown in the extinction spectra of 
Figure 8C, two features are present for each considered 
configuration: the peak at longer wavelengths is station-
ary and associated to a magnetic resonance of the collec-
tive structure, whereas the one at shorter wavelengths 

Figure 8: Recovering Fano-like magnetic modes through dielectric oligomers.
(A) Comparison of metallic (plasmonic) and dielectric nanodimers: dielectric nanoparticles support both electric and magnetic dipoles 
that couple with both orthogonal polarizations of the incident light field. (B) Numerical results for a silicon dimer. X- (left) and Y-polarized 
(right) light scattering spectra with mode decomposition. Adapted with permission from Bakker RM, Permyakov D, Yu YF, et al. Magnetic 
and electric hotspots with silicon nanodimers. Nano Lett 2015;15:2137–42 (Ref. [57]). Copyright 2015 American Chemical Society. (C) Left, 
scanning electron micrographs of the fabricated heptamer oligomers featuring different diameters of the central nanoparticle. Right, 
measured extinction spectrum of the oligomers. A Fano resonance is created in the heptamers (see gray-shaded region and colored 
arrows), and it moves across the spectrum as the diameter of the central particle d2 is varied. (D) Top-left, simulated total extinction cross-
section spectrum of the silicon disk heptamers (blue curve) and the electric (purple curve) and magnetic (red) contribution. Top-right, 
decomposition of the heptamer magnetic response into three eigenmodes (denoted as i–iii). Bottom, the distribution of the magnetic 
dipoles in each eigenmode. The Fano signature appear at intersection of eigenmodes i and ii. Adapted with permission from Chong KE, 
Hopkins B, Staude I, et al. Observation of Fano resonances in all-dielectric nanoparticle oligomers. Small 2014;10:1985–90 (Ref. [60]). 
Copyright 2014 Wiley-VCH Verlag GMBH & Co. KGaA, Weinheim.
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corresponds to the magnetic resonance of the central 
particle with an associated spectral shift depending on 
the particle diameter. The extra-transparency window 
between these two modes exhibits the typical asym-
metric line-shape of Fano resonances characterized by 
resonant extinction suppression. Given the symmetry of 
the system, the contribution of the electric and magnetic 
resonances of the heptamer to the extinction cross-section 
can be completely separated and Fano interference is only 
observed for the magnetic contribution (see Figure 8D), 
which is given by the summation of three different eigen-
modes (denoted here as resonances i–iii). The superposi-
tion between modes i and ii (see both spectra and sketches 
in Figure 8D) gives rise to the Fano resonance that is visible 
in the overall extinction spectrum: the former presents a 
magnetic dipole distribution that is heavily concentrated 
on the central nanodisk and thus very sensitive to its 
diameter. In comparison, the latter is characterized by a 
dipole distribution that is delocalized over the entire hep-
tamer with a small fraction concentrated on the central 
nanodisk; thus, it is not significantly influenced by a size 
variation. The spectral position of the Fano resonance is 
located at the intersection of the resonance curves of the 
two modes and is strongly dependent on the geometrical 
parameters of the oligomer sub-units (i.e. arrangement, 
geometry and inter-particle separation).

Several approaches to fine-tune the Fano mechanism 
have been proposed so far. Within this framework, a com-
prehensive description of its origin has been provided 
through the near-field mapping of the Fano resonances 
in ceramic oligomers [104]. In particular, a heptamer of 
dielectric particles has been considered in the microwave 
region, where the far- and near-field responses have been 
assessed with high precision for both phase and inten-
sity. Interestingly, a resonant suppression of the forward 
scattering has been observed in correspondence of the 
Fano interference between the magnetic resonance of 
the central particle and the collective response of the sur-
rounding hexamer ring. The presence of the Fano reso-
nance has been further confirmed by mapping the phase 
of the magnetic near-field across the heptamer structure.

On these bases, the study of magnetic Mie resonances 
in all-dielectric nanoparticles represents an alternative 
ingredient for light manipulation at the nanoscale. In par-
ticular, the ability to support both electric and magnetic 
modes within a single nanostructure is of great impor-
tance, being among the keystone principles of artificial 
metamaterials [105, 106]. The interplay between resonant 
modes can lead to strong effects on the particle scatter-
ing properties, including directional radiation effects 
[56], ad-hoc beam shaping [62], beam phase control for 

Huygens´ metasurfaces [107] and perfect absorption [108]. 
Indeed, in the case of overlapping electric and magnetic 
resonances, backward scattering can be limited and even 
suppressed, provided that the two interacting modes have 
the same strength. When this configuration is achieved, 
the relative extinction peaks of the interfering modes 
become significantly suppressed, resulting in a wave-
length region of increased transparency (approaching the 
T = 1 line) and enhanced resonant forward scattering [61]. 
Interestingly, the interaction between electric and mag-
netic modes can unleash alternative pathways in different 
nanophotonic domains, including, for example, optical 
trapping [72, 73, 109] and non-linear light generation [69, 
110, 111].

In this respect, the optical binding forces exerted 
between pairs of resonant dielectric nanostructures can 
be efficiently tailored through several parameters, such 
as inter-particle distance, surrounding refractive index, 
polarization and wavelength of the excitation source [72], 
thus providing valuable tools for the realization of inno-
vative platforms for optically controlled sorting and self-
assembly of multiple high-index dielectric nanoparticles. 
As a matter of fact, properly designed silicon nanodimers 
exhibit attractive optical forces in air, but become repul-
sive in water at certain wavelengths [73], contrary to their 
metallic counterparts, which always display attractive 
forces over the entire visible region. The repulsion effect 
arises from the near-field interplay between the electric 
and magnetic modes, which uniquely occurs for dielectric 
nanoparticles, in the same spectral region. Decomposi-
tion into electric and magnetic dipole contributions helps 
reveal the underlying mechanism (see Figure 9A). Upon 
gradual refractive index (n) increase from air to water, 
the broad electric dipole resonance shifts to longer wave-
lengths and decreases in intensity. The magnetic contribu-
tion, instead, is characterized by two hybridized peaks (an 
induced electric contribution and a pure magnetic dipole), 
which feature an opposite trend for increasing values of 
n. As a consequence, the optical binding force (bottom 
of Figure 9A) between the nanoparticles immersed in an 
aqueous medium changes sign and becomes repulsive. 
The coupling strength can be controlled by adjusting 
the refractive index variation at the boundary between 
nanoparticles and dielectric medium: a decreasing of the 
refractive index contrast, indeed, induces a higher pen-
etration of the EM field inside the surrounding medium 
together with an increased near-field interaction. An in-
depth investigation of the near-field characteristics of the 
coupled system furnishes a clearer insight of the phenom-
enon (see Figure 9B). For all the considered wavelengths, 
the incident field is strongly localized in the inter-particle 
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separation (for both water and air media) with opposite 
charges facing each other and the resulting generation 
of an attractive force. However, the charge density for the 
magnetic dipole resonance in water (~594  nm) is much 
lower than the remaining cases, giving rise to a smaller 
attractive interaction. Concurrently, magnetic dipoles 
pointing in the same direction are generated by circularly 
flowing currents inside each dielectric nanoparticle (see 
Figure 9C), giving rise to a net repulsive force at the mag-
netic dipole resonant wavelength.

Furthermore, the ability of high-permittivity dielec-
tric nanoparticles to simultaneously support electric and 
magnetic multipoles can be exploited to trigger optical 
nonlinearities in the nanostructured materials [112]. In 
particular, the III-V group semiconductors exhibit non-
linear phenomena that can benefit the enhancement 
provided by EM resonances. Typically, disk arrays are fab-
ricated out of AlxGa1-xAs thin films [69, 112], whose direct 
band gap increases with Al concentration (x) and exhibit 
a strong quadratic optical nonlinearity that has been 
intrinsically linked to their crystalline structure. In this 
respect, Gili et al. [69] have recently realized monolithic 
AlxGa1-xAs nanocylinders on aluminum-oxide substrates, 
supporting a dipole resonance with a predominant mag-
netic character in the near-infrared spectral range, as can 
be seen in the electric field distribution map (Figure 10A, 
left panel) and in the multiple decomposition analysis 
(see Figure 10A, middle panel). Careful adjustment of the 

nanodisk structural parameters allows the coupling of its 
magnetic dipole resonance to the pump laser wavelength, 
thus boosting second harmonic generation (SHG) mecha-
nisms. Employing a nonlinear microscopy setup, they 
were able to detect the SHG signal coming from individ-
ual nanopillars with conversion efficiency of high as 10-5, 
while keeping other processes like third harmonic genera-
tion and multi-photon luminescence almost undetectable 
(see Figure 10A, right panel).

Similar results can be obtained considering the mag-
netic mode supported by a silicon nanodisk and the third-
order term of the susceptibility tensor [70, 71]. In this 
configuration, an array of Si nanodisks was exploited by 
Shcherbakov and coworkers [70] to significantly enhance 
the third harmonic generation (THG) signal in proximity 
of their magnetic resonance. Decomposing the scattering 
cross-section of an individual silicon nanodisk into the 
electric and magnetic dipole contributions allows the iden-
tification of two distinct modes (see Figure 10B, left panel): 
a broad resonance at shorter wavelengths with an electric 
dipole character and a sharp magnetic dipole resonance at 
longer wavelengths. These findings are further confirmed 
by electric field maps reported in Figure  10B, middle 
panel, which exhibit a typical circulating current loop in 
the silicon nanodisk in correspondence of the magnetic 
resonance frequency. Importantly, the local field enhance-
ment at the center of the nanodisk is a factor of 2 larger 
for the magnetic mode, making it the ideal candidate for 

Figure 9: Magnetic optical binding forces.
(A) Scattering spectra of the electric dipole (ED) and magnetic dipole (MD) modes and optical binding force of the Si nanodimer calculated for 
surrounding refractive index (n0) increase from 1.0 to 1.33. (B) Electric field distribution and surface charge density at different wavelengths in 
air and water. (C) Left, magnetic field distribution and current flow at 640 nm and 594 nm. Right, schematic representation of the repulsive force 
generated at 594 nm in water owing to the magnetic Lorentz force. Adapted with permission from Ref. [73], 2017 Optical Society of America.
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THG processes. Using a confocal microscope, the radiation 
(centered at 1240 nm to match the magnetic dipole reso-
nance of the nanodisks) was delivered onto the sample in 
a focal area comprising four nanodisks at a time. Moreover, 
by tuning the spectrometer to the region of the third har-
monic radiation (at 420 nm), it was possible to image the 
nanodisks array. Through careful engineering of the reso-
nant modes’ spectral position, a nonlinear emission with 
an efficiency of 10-7 and an enhancement of 2 orders of 
magnitude with respect to the unstructured bulk silicon 
slab was obtained. As the THG signal scales with the cube 
of the local fields, it was also possible to reach third har-
monic light intensities that were bright enough to be seen 
by naked eye, thus paving the way towards the realization 
of breakthrough applications in nonlinear optics.

5   Conclusions
The field of artificial optical magnetism, boosted by the 
development of advanced fabrication techniques, has 

become an active research topic in the last years. On the 
one hand, the introduction of complex architectures and 
plasmonic oligomers inspired by the SRR geometry has 
allowed the shifting of the magnetic properties of metama-
terials into the visible/near-infrared spectral range with 
outstanding results. Indeed, the exploitation of enhanced 
circulating displacement currents and extremely pro-
nounced Fano resonance effects in plasmonic metamol-
ecules has pushed further the nanoscale manipulation of 
optical magnetism at visible frequencies, thus suggest-
ing alternative approaches to nanophotonic applications 
such as surface-enhanced spectroscopies, superlenses 
and non-linear light generation. On the other hand, the 
employment of high-index dielectric nanoparticles has 
facilitated the achievement of a remarkable magnetic 
response overcoming the inherent losses of plasmonic 
materials. The capability to sustain Mie resonances, both 
electric and magnetic in nature, has raised consider-
able interest towards the exploitation of dielectric nano-
particles for wavefront and polarization engineering as 
well as optical trapping and non-linear phenomena. Nev-
ertheless, both counterparts represent ideal candidates 
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Figure 10: Non-linear light generation.
(A) From left to right, electric field enhancement map in the cross-sectional plane of a monolithic aluminum gallium arsenide (AlGaAs) 
nanoantenna and its scattering efficiency (Qsca), with the multiple expansion terms. The coefficients a1, b1, a2 and b2 are due to the electric 
dipole, magnetic dipole, electric quadrupole and magnetic quadrupole contributions, respectively. SH emission spectrum of the optimized 
structure for the 500 μW incident power Adapted with permission from Ref. [69], 2016 Optical Society of America. (B) From left to right, 
numerical scattering cross-section spectra of the nanodisks (black curve) decomposed in the electric dipole (red curve) and magnetic dipole 
(blue curve) contributions with corresponding electric field distribution maps in the cross-sectional plane. Scanning optical microscope 
image detecting the THG signal coming from the nanostructures and normalized to the signal acquired from the substrate area. Adapted 
with permission from Shcherbakov MR, Neshev DN, Hopkins B, et al. Enhanced third-harmonic generation in silicon nanoparticles driven by 
magnetic response. Nano Lett 2014;14:6488–92 (Ref. [70]). Copyright 2014 American Chemical Society.
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for the realization of novel platforms in many interdis-
ciplinary areas of research, unveiling outstanding per-
spectives in the quest towards artificial optical magnetic 
materials.
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